: ' ANACONDA ALUMINUM COMPANY

Laboratory Section
Columbia Falls, Montana

Year

) June 9, 1969
Date e 2

April
¥onth APt

i ‘Mean Flow Rate % % Recovery
- C.F.M, at S,T.Po Ibs, F/Day Collection Efficiency
Line 1, | 2,650,000 ]
' Roofs 7,445
Line 2. | 2,660,000 .
Roofs { Line 3.1} 2,170,000
: Towers 28,886
Line 4. | 2,295,000 ’ 79.5%
Line 5. 1,845,000 Total
line 1. 5,852 Generated 36,331 73.5%
, 6,186
| Line 2. - Total
Towers | 1ine 3. 6,827 Recovery | 26,699
| Line 4. 6,505 Total to
Line 5, 6,525 Atmoapher? 9,632
REMARKS : Scrubbers operated 99.13% of time.
Dist:
J. F. Smith R. L. Brown
D. W. Bverett E. 0. Woster
Fo J. Ladrd o~ C. F. Taylor S 7
File A. M. Yook, Manager

Environmental Control
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